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Abstract
We propose and demonstrate a holographic system
using three beams to generate periodic patterns for
fabricating photonic crystals. By properly adjusting
the incident angle and intensity of three laser beams,
the period and structure of interference pattern can be
modified. Computer simulation results will be
presented and optical holographic system will be
constructed. In addition, a simple optical inspection
method for real-time examining the structure of
photonic crystal will be developed. Optical
experimental result will be demonstrated and
discussed in this paper.
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1. Introduction
Due to the attractive properties of the photonic crystals,
it has been widely studied and applied on interesting
areas in resent years [1], such as optical waveguide,
photonic integration circuits, optical component, high
extraction rate LED, and so on. However, there are
several techniques to fabricate the photonic crystals;
for example, photolithography in IC foundry,
electronic beam lithography, nano-imprinting and
holographic lithography…etc [2-4]. Among those
fabricating technique, one of particular feature of the
holographic lithography is able to produce 1-D, 2-D or
3-D photonic crystal by one step exposure in a large
area without complicate manufacture process which
can meets the demand of mass production. Therefore,
in this contribution, we design a holographic system
with three laser beams to generate the structure of
photonic crystals. Computer simulation results will be
presented, as effect of intensities and incident angles
of three laser beams. By using our holographic system,
the designed photonic crystals can be fabricated and
the optical experimental results also will be
demonstrated in this paper.
* corresponding author

2. Design of holographic system
The interference pattern generated by multi-beams is
periodic and analogous with the ordered structure of
photonic crystals. When the photoresist is exposed by
the interference pattern, the photonic crystal structure
can be fabricated after development and lithography
procedures. Therefore, this technology is so-called
holographic lithography or interference lithography.
Hence, we design a holographic system with three
beams, which interfere by the same incident angle
between each two neighboring beams. The schematic
diagram of our holographic system is shown in figure
1. By using this system, the interference pattern can be
generated as the triangular periodic structure. In this
case, the photonic crystals with this structure have
high possibility to form complete photonic band gap
[5]. The intensity distribution of the interference
pattern can be written as [6]:
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where E, K and δ represent the electric field, wave
vector and initial phase of laser beams, respectively.
The footnote i,j denotes the number of incident beams.
The parameter αij is the angle between polarization
orientation of each two incident beams. To simplify
the simulation model, we assume the incident beams
have the same polarization orientation, i.e. αij will be
zero. According to the equation (1), we can obtain the
intensity distribution of the interference pattern in
figure 2. The period d of the interference pattern is a
function of the incident angle between each two
neighboring beams as:
(2)
d = λ /[ 3 sin(θ / 2)]
where λ is the wavelength of laser beam. Hence, the
period d will be decreasing with increasing the
incident angle θand decreasing the wavelength λ.
The curve of the relationship between period and the
incident angle is plotted in figure 2 with λ= 355 nm.

In this figure, it shows the minimum period withλ=
355 nm is 236 nm. We can properly adjust the incident
angle of laser beams to obtain the period d as our
expectation.
In addition, the intensities of the incident beams will
affect the shape of bright region in interference pattern.
When the intensity of each laser beams is equal, the
shape of the bright region is a circular spot, which is
shown in figure 3(a). However, if the intensity ratio of
laser beams is modified as I1:I2:I3=1:1:4, the shape of
bright region becomes an elliptical spot and the major
axis of the ellipse is along the incident direction with
the strongest intensity. The computer simulation result
is shown in figure 3(b). Consequently, the interference
pattern with different intensity ratios also are
calculated and shown in figure 3(c) and 3(d).
According to figure 3, we can modify the shape the
bright region in the interference pattern by adjusting
the intensity ratio of the incident beams.

3. Optical experiments
The architecture of our holographic system is shown
in figure 4. The expanded laser beam passes through
two beam splitters, and is divided into three beams.
Each beam is reflected by mirror with appropriate
arrangement. Then, all the three beams intersect
symmetrically at the same position, where the
photoresist is located. Therefore, the incident angles of
the laser beams can be modified by adjusting the
reflected angle from mirrors M1, M2 and M3. The
triangular periodic pattern can be obtained by our
holographic system, and the period is dependent on the
incident angles as the simulated analysis in figure 2.
Here, the wavelength of laser beam is 355 nm, for
example, the incident angle between each two
neighboring beams is about 28°. Therefore, the period
of the interference pattern is about 430 nm. In addition,
the intensities of three beams are the same, and the
polarization orientations are along the same direction.
On the other hand, the photoresist we used are AZ
TFP 5F and AZ 1500 38cp, which was spin on the
glass. The thickness of the photoresist are about 0.6μ
m and 2μm respectively, and the sample is put in the
intersection of three beams. After exposure, the
photonic crystal structure can be implemented in
figure 5(a). It shows that the period, which is about
420 nm, which is consistent with theoretical
simulation. Figure 5(b) shows the other experimental
result with the incident angle is about 20.43 °. The
period of the photonic crystals is about 587 nm.
Therefore, we can fabricate the photonic crystal with
the different period using our holographic system.

4. Optical inspection method

In general, for inspecting the structure of photonic
crystal, it should be observed by high precision
instruments as atomic force microscope (AFM) or
scanning electron microscope (SEM). However, these
equipments can not buy easily due to the high price,
and can not obtain the results in real-time due to the
complicated operation procedure. Therefore, we
propose a simple optical inspection method to realtime characterize the structure of photonic crystal
during the exposure procedure.
Actually, a 2-D photonic crystal structure can be
considered as a 2-D grating, as shown in figure 2. The
transmission coefficient of photonic crystal structure is
written as [7]:
(3)
P ( x, y ) = [comb ( a1 x + b1 y , a2 x + b2 y )] ⊗ circ( r )
where a1 / b1 = − 3 / 3 , a 2 / b2 = 3 in our case. If we
use a plane wave to illuminate the 2-D photonic
crystal, the Fraunhofer diffraction pattern can be
observed in the far-field region according to the
diffraction theory [8]. The intensity distribution of
Faunhofer diffraction can be written as:
O( f x , f y ) = F [comb(a1 x + b1 y, a 2 x + b2 y)]F [circ(r )]
(4)
-1

= D comb(b2 f x / D − a 2 f y /D,-b1 f x /D + a1 f y /D)J1 (2πρ ) / ρ

where D = a1b2-a2b1, r is radius of bright spot. fx, fy
and ρ represent spatial frequencies. Compare the
equation (3) and (4), it shows that the diffraction
pattern of the photonic crystal has similar
configuration with the photonic crystal structure. The
intensity distribution of the diffraction pattern is
presented by triangular structure. The period of the
diffraction pattern is a function of the period of the
photonic crystal and the distance z between the
photonic crystal and the observed plane. However, the
diffracted angleψis defined as the ratio of the period
of the diffraction pattern to the distance z. Therefore,
the diffracted angle is dependent on the period of the
photonic crystal, and the relationship can be written as
(5)
[9]:
dsinψ=λt
whereλt is wavelength of the illuminating light. For a
given wavelength λt = 355 nm, and the relationship
between the diffracted angle and the period of the
photonic crystal can be plotted as figure 6. It
represents that the period of photonic crystal can be
evaluated by measuring the diffracted angle. For
example in the case (c) of figure 6, the diffracted angle
can be measured from the diffracted pattern in figure
6(c) and is about 36.3°. According to equation (5), we
can calculated the period of the photonic crystal is
about 0.6 μm. By using SEM instrument, we also can
obtain the period of the photonic crystal is about 0.6
μm as shown in figure 5(b). It shows the consistent
result by using two different methods. Therefore, the
simple inspection method can easily characterize the
structure of the photonic crystal and also can observe

the fabricating procedure of the photonic crystal
during the exposure in real-time.
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5. Conclusion
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In this paper, we demonstrated a holographic system
to fabricate photonic crystal. The computer
simulations have been discussed. The structures of
photonic crystals have been fabricated by using our
holographic system. The minimum period in our
system which now can be achieved is about 430 nm.
In addition, a simple inspection method has been
proposed and presented in this paper.
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Figure 1 The schematic diagram of
holographic system with three beams.
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Figure 2 The period of the interference
pattern as a function of the incident angle.
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Figure 3 The intensity distribution of the
interference pattern as a function of the beam
ratio of the incident beams.
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Figure 4 The architecture of out holography system.
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Figure 5 SEM pictures of our experimental results. The designed period is 430 nm in (a) and
587 nm in (b), measured period is about 420 nm in (a) and 600nm in (b).
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Figure 6 The period of the photonic crystal as a function of the as diffracted angle.

